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Supercontinuum generation in planar glass
membrane fibers: comparison with bulk media
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Planar glass membrane fibers (PGMFs) are of current interest owing to the fact that they combine the
interesting dispersive properties of fibers with diffraction in one unbound transverse dimension. We study
supercontinuum (SC) spectra generated in PGMFs and show that the underlying dynamics has similarities
to bulk medium. At the same time, the rich dispersion properties of PGMFs open up new possibilities, in-
cluding SC spectral shapes that do not occur in natural bulk media. In all cases, the SC spectra in PGMFs
can be interpreted in detail using the effective-three-wave-mixing model originally developed for bulk
media. © 2009 Optical Society of America
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High-power laser pulses propagating in nonlinear
Kerr media broaden their spectrum through self-
phase modulation (SPM). If the intensities are high
enough SPM broadening may be enhanced by a num-
ber of effects leading to a spectacular spectral re-
shaping, commonly known as white light or super-
continuum (SC) generation. SC is common to all
media, gaseous, liquid, and condensed, and has been
observed in both optical fibers and bulk geometries
[1]. In bulk media SC is often associated with fila-
mentation, i.e., self-focusing of the input beam and
the formation of a tightly focused high-intensity peak
that propagates subdiffractively over many Rayleigh
lengths [2,3]. SC efficiency in this regime is not
strictly connected with the sign of the group-velocity
dispersion (GVD). On the other hand, in fiber geom-
etries it is well known that SC is greatly enhanced
when the pump is located close to the zero GVD
wavelength, thus leading to the formation of a soliton
that in certain regimes will undergo fission [4],
stimulated Raman scattering with a self-induced fre-
quency shift and, notably for the present work, for-
mation of spectrally shifted peaks known as disper-
sive waves [5,6], also often termed Cerenkov [7] or
resonant radiation [4].

In this Letter we explore SC generation in (ideal)
planar glass membrane fibers (PGMFs) and compare
it to the known properties of SC in bulk media. The
PGMF was recently introduced and has a core in the
shape of an extremely thin but very wide planar
waveguide [8]. On the one hand, the dispersion land-
scape of a submicrometer silica PGMF shares many
features with that for silica nanowires. In particular,
depending on the chosen membrane thickness and on
the light polarization, both normal and anomalous
GVD regimes can be explored even at the same wave-
length. On the other hand, constant-thickness PGMF

fibers only confine light in a single transverse direc-
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tion, so in the unbound direction they exhibit one-
dimensional diffraction. We will show that this addi-
tional diffractive degree of freedom means that the
SC from PGMFs can be understood in a manner simi-
lar to bulk media.

In comparing SC generation in PGMFs to bulk me-
dia, some qualitative differences arise owing to the
degree of collapse in each case. First, it is well known
that critical collapse requires the product of the non-
linearity order and the dimension be equal to four.
Thus, strictly speaking, in PGMFs with one trans-
verse dimension there is no collapse in a Kerr me-
dium, just focusing to a spatial solitary wave. For ul-
trashort pulses normal GVD can lead to temporal
pulse splitting, whereas anomalous GVD can, in
principle, lead to simultaneous collapse in space and
time, but if the dispersion length differs from the dif-
fraction length then some compression occurs, but
this is not a true collapse (in the examples that fol-
low, diffraction lengths are typically less than 1 cm,
while dispersion lengths are between 1 and 2 cm).
This “collapse inhibition” makes SC generation in
PGMFs more difficult relative to bulk media.

To proceed, we first give a brief overview of the
effective-three-wave-mixing (ETWM) model for SC
generation, which we shall use to interpret the SC
spectra [9,10]. According to the ETWM paradigm [9],
white-light generation in a bulk medium originates
from the creation of a nonlinear optical response
driven by strongly localized optical wave packets, ow-
ing to the combined effects of self-focusing in two
transverse dimensions and GVD, and subsequent
scattering of the wave packets from the nonlinear re-
sponse leading to SC generation. The efficiency of the
ETWM process is dictated by a phase-matching rela-
tion [10]. Denoting by K�� ,k�� the propagation con-
stant of a plane wave with angular frequency � and

transverse wavenumber k�, then for a medium with
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a linear dielectric permittivity ���� we have
K�� ,k����k2−k�

2 , with k=������ /c and the ETWM
phase-matching relation reads as

K��,k�� − K��p,0� − �� − �p

vp
� � 0, �1�

where �p is the wave-packet center frequency and vp
is the velocity of the peak of the nonlinear response.
Equation (1) determines the loci of scattered trans-
verse wavenumbers and frequencies in the �� ,k��
plane that will be most significantly populated by the
ETWM process, and thus defines the region(s) where
power will be concentrated in the far-field SC spec-
trum.

We want to test if the above picture applies to
PGMFs, where the transverse wavenumber vector k�

has a single (in-plane) component, while the field re-
mains confined to the bound mode in the out-of-plane
direction. The frequency-dependent propagation con-
stant k��� entering Eq. (1) is then replaced by the
propagation constant of this guided mode, and the
phase-matching condition thus reflects the dispersion
properties of the fiber. We remark that the peak ve-
locity vp in Eq. (1) does not necessarily coincide with
the group velocity d� /dk at �p. This difference is con-
nected with the presence of transverse dimensions
along which diffraction, and thus space–time cou-
pling, may occur.

We have performed femtosecond pulse propagation
simulations in silica PGMF using the unidirectional
pulse propagation equation [11] solver with precalcu-
lated, frequency-dependent modal properties. We
performed a range of simulations at various wave-
lengths and waveguide thicknesses. Here we present
illustrative examples of our results for a center wave-
length of 800 nm and two waveguide core thicknesses
chosen to illustrate the rich variety of SC spectra
that can arise. The silica nonlinear properties were
modeled using an instantaneous Kerr effect and a
20% contribution from the stimulated Raman effect
approximated by a single damped oscillator. Com-
parative examples of supercontinua generated in wa-
ter are also shown to emphasize the bulklike charac-
ter of the SC generation dynamics in PGMFs.

Example 1. We start with an example showing the
generation of X waves in a PGMF for a wavelength in
the normal GVD regime. In particular, we consider a
600-nm-thick PGMF with a TE-polarized, 60 fs inci-
dent pulse that is collimated to a 50 �m waist at
1 TW/cm2 peak intensity. At 800 nm wavelength, the
initial pulse propagates in the normal GVD regime
and undergoes self-focusing (without collapse) that is
subsequently halted by a pulse splitting event quite
similar to those that occur in condensed bulk media.
The two split-off daughter pulses, which develop in-
tensities about three times the input, both act as lo-
calized wave packets that produce different compo-
nents of the generated SC spectrum shown in Fig. 1.
To test if the ETWM picture can be used to interpret
the PGMF spectrum, we have extracted from the
simulation data the propagation velocities vp of the

two main peaks in the medium nonlinear response,
(see [9] for details of the procedure) and used these in
Eq. (1) together with the propagation constant k���
calculated for the TE mode of the glass membrane.
Indeed, the phase-matching relation Eq. (1) accu-
rately predicts the location of spectral power in the
�� ,k�� plane: The white and black curves in Fig. 1
show the phase-matched loci corresponding to the re-
spective trailing and leading split-off peak velocities.
This scenario is qualitatively equivalent to the SC
generation in water (see Fig. 1).

Example 2. Our second example involves SC gen-
eration in a PGMF but now for a center wavelength
of 800 nm in the anomalous GVD regime. Figure 2
shows a spectrum for a 1-�m-thick PGMF and a TM-
polarized input pulse of 30 fs duration. Again, the
phase-matching relation Eq. (1) accurately predicts
the location of spectral power in the �� ,k�� plane, the
black lines showing the phase-matched loci corre-
sponding to the pulse velocity vp as deduced from the
nonlinear response obtained from the simulations.
We note that this fishlike-shaped spectrum was pre-
viously studied theoretically for PGMFs in [12] but

Fig. 1. (Color online) Angularly resolved (log scale) spec-
trum from a 600-nm-thick silica PGMF for a TE-polarized
pulse of 60 fs duration and center wavelength 800 nm,
resulting in an X-shaped spectrum. For comparison, the
right panel shows supercontinuum generated in water
(�=527 nm, 80 fs, 4 �J, 3 cm distance).

Fig. 2. (Color online) Angularly resolved spectrum gener-
ated in a 1000-nm-thick silica PGMF for a TM-polarized
pulse of 30 fs duration and center wavelength 800 nm, re-
sulting in a fishlike-shaped spectrum. For comparison, a
similar spectrum generated in water (�=1300 nm, 80 fs,

8 �J, 1 cm distance) is shown in the right panel.
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that the predicted locus of the resonant radiation was
shifted with respect to numerical simulations. This
shift appeared owing to the use of the group velocity
vs calculated from the material dispersion relations
in the phase-matching relation: Owing to space-time
coupling occurring in the unbound transverse dimen-
sion of the PGMF, the group velocity is slightly differ-
ent from vs so that the peak velocity vp should be
used, as implied by Eq. (1), and shown in Fig. 2.

The fishlike shape of the SC spectrum is also char-
acteristic of SC generation in bulk media in the
anomalous regime when the phase-matched radia-
tion is scattered into the normal GVD frequency re-
gion where it forms the “fish tail.” The right panel in
Fig. 2 depicts an example for water.

Example 3. Our final example of SC generation in a
PGMF has no analogy in naturally occurring bulk
media because it relies on the fiberlike dispersion
properties of the PGMF. In particular, for SC gener-
ated in a fiber using a wavelength situated between
two dispersion zeros, a characteristic spectrum arises
with a broad spectral peak on each normal-GVD side
of the two zeros [13]. Figure 3 shows the analogous
situation for a 600-nm-thick PGMF for a TM-
polarized input field at 800 nm wavelength. The SC
spectrum clearly exhibits low- and high-frequency
spectral components that both propagate in the nor-
mal GVD regime, and both of them are generated by
a single dominant peak that acquires a group velocity
very close to that of the input pulse when it reaches
its maximal intensity. Once again, the black curve in
Fig. 3 demonstrates that it is the velocity vp of the
peak of the nonlinear response that determines
where the SC spectrum becomes populated in the
�� ,k�� plane.

In summary, we have shown that PGMFs can show
SC spectra both analogous to and distinct from those
in bulk media. The similarity between the SC genera-

Fig. 3. (Color online) Far-field spectrum generated by a
TM-polarized input pulse of 30 fs duration in a
600-nm-thick PGMF, resulting in a spectrum that extends
into both the normal and anomalous dispersion regions.
tion dynamics in PGMFs and bulk is due to the un-
bound dimension in the glass membrane fiber core,
and this allows the SC spectra for PGMFs to display
features analogous to bulk media. On the other hand,
the dispersive properties of the PGMFs allow for new
SC spectral features not shared by bulk media. Fur-
thermore, we have shown that the ETWM model pre-
viously employed for bulk media can accurately ex-
plain the topology of the SC spectra of PGMFs, and
the concentrations of the energy in the SC spectra of
PGMFs are quantitatively related to the propagation
velocities of the nonlinear response peaks driven by
the optical pulse.

Besides their potential for applications, PGMFs of-
fer new exciting possibilities owing to their unique
combination of bulk and fiber properties. The rich,
polarization-dependent dispersion landscape, to-
gether with a bulklike diffractive degrees of freedom
provide us with a whole new “laboratory” to study ba-
sic physics of femtosecond pulse dynamics.
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